Low resistance, unannealed, Ohmic contacts to p-type Ing,7Gag 73Sb*
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Unannealed Pd/Pt/Au contacts to p-type Ing,7Gag73Sb were fabricated and measured. Relatively
high hole mobilities, with respect to similarly doped InP-lattice-matched materials, and associated
low sheet resistances were measured for the p-type Ing,;Gay73Sb material. The unannealed
Pd/Pt/Au contacts were found to be Ohmic in nature; and for a hole density of 2.9 X 10*° cm™ and

a mobility of 160 cm?/V's,
measured. [DOI: 10.1116/1.2353838]

[. INTRODUCTION

The 6.1 A materials, as they are commonly referred to,
InAs, AISh, GaSh, and their alloys (e.g., AlAsy;Sbyg,
InAsg gShyg 1), have become highly desirable for use in low-
power, high-speed electronic applications due to a large
range of available band gaps and band offsets and high elec-
tron and hole mobilities. High electron mobility transistors
(HEMTs) fabricated from these materials have shown good
operating characteristics.? Recently, the first monolithic mi-
crowave integrated circuits fabricated using 6.1 A based
HEMTs have been demonstrated.> New materials such as
In,Ga,_,Sh, InAs,Sh,_,, and InAl,_,As,Sh,_,, with lattice
constants ranging from 6.1 to 6.48 A, show promise of fur-
ther power reduction, due greatly to narrower band gaps,
while maintaining or possibly improving high-speed
operation.4 Initial work on HEMTs and heterojunction bipo-
lar transistors (HBTs) has been promising. HEMTs have al-
ready been demonstrated,>® but the fabrication of HBTs in
this material system is relatively new.’

A critical aspect of low-power, high-speed HBT operation
is a low base resistance and base contact resistance. For ex-
ample, in order to gain an increase in bandwidth by a factor
of & requires a minimum reduction in base specific contact
resistance by a factor of 672, in addition to the reduction of
various other parasitic elements of the HBT.® Previous work
on contacts to p-type Ing,,Gag73Sh examined the thermal
stability of Pd-based and Pt-based contacts and the effect of
sulfide passivation.®™* Specific contact resistances down to
28X1077 Qcm? on 1.8x10® cm™ p-type Iny,,Gag73Sh
for unannealed Pd/W/Au contacts were measured.’ In the
article presented here, the electrical characteristics of highly
doped p-type (Be-doped) Ing »,Gay 73Sh are examined as re-
lated to its application as a base material in 6.2 A based
HBTs. Hall effect measurements in addition to sheet and
contact resistance measurements have been performed to
evaluate the p-type Ing »;Gag 73Sh material and the quality of
unannealed Pd/Pt/Au contacts to it.

*No proof corrections received from author prior to publication.
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a specific contact

resistance of 7.6x10°% Qcm? was

IIl. GROWTH AND FABRICATION

The two samples used for this study were grown by solid-
source molecular-beam epitaxy (MBE). The layer structure,
designed for Hall effect analysis, consisted from substrate to
surface of a semi-insulating (SI) GaAs substrate, a 2 um
undoped AISb buffer, and a 1 um Be-doped Ing»;Gag 73Sh
layer. Both samples were grown using this structure, each
with a different Be doping level. Measured by Hall effect,
the two hole concentrations, and associated hole mobilities,
were 1.0x10¥ cm™3 (210 cm?/V's) and 2.9x10%° cm™
(160 cm?/V s). For the purpose of simplicity, within this ar-
ticle, the 1.0 X 10'° cm™3 Hall effect sample will be referred
to as sample A and the 2.9 X 10'° cm™ Hall effect sample as
sample B.

Figure 1 shows the out of plane x-ray diffraction scan for
sample B. Three peaks, associated with the substrate and two
grown layers, are evident: the GaAs substrate at 5.653 A
with a full width at half maximum (FWHM) of 28 arc sec,
the AISb buffer at 6.129 A with a FWHM of 275 arc sec, and
the Iny,,Gay75Sb layer at 6.206 A with a FWHM of
580 arcsec. The measured AISb lattice constant
aaishmeasured=0-129 A is slightly smaller than the relaxed
AlSD lattice constant asp rejaxed=6-136 A due to residual ar-
senic in the MBE growth system. This low level of residual
arsenic produced a light doping of the AISb buffer with ar-
senic, resulting in the slight shift in lattice constant of
~0.1% towards GaAs. The broader linewidths of the AISb
and Ing »;Gag 73Sb x-ray peaks is most likely due to the struc-
tural defects induced during epitaxial growth by the large
lattice mismatch between the SI GaAs substrate and the AISh
buffer and p-type Iny,,Gay 73Sb layer, respectively.

Transmission line method (TLM) and Hall effect patterns
were defined using standard optical lithographic techniques,
and Pd/Pt/Au (100/50/1350 A) contacts were deposited by
e-heam evaporation. Prior to contact evaporation, a 10 s
oxide-removal dip, using a mixture of HCI:H,0 (1:10), is
performed. A relatively thin contact layer scheme was origi-
nally selected to simulate the base contact scheme of a HBT.
After initial TLM measurements, additional layers of Ti/Au
(50/2450 A) were deposited to see if the thickness, and
thereby resistance, of the metal layers affected the measured
sheet and contact resistances. Finally, mesas, to facilitate
Hall effect measurements of the p-type Ing,;Gag 73Sb layers,
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Fic. 1. Out of plane x-ray diffraction scan of sample B (p=2.9
X 10 cm™3). Three distinct peaks are evident: the GaAs substrate at
5.653 A with a full width at half maximum (FWHM) of 28 arc sec, the AlSh
buffer at 6.129 A (FWHM of 275 arc sec), and the Ing,Gay73Sh layer at
6.206 A (FWHM of 580 arc sec).

were etched down to the wide band gap AlSb, using standard
optical lithography and phosphoric acid-based etch.

[ll. MEASUREMENT, RESULTS, AND ANALYSIS

Circular transmission line method (CTLM) patterns were
used to evaluate the sheet resistance of the p-type
Iny.27Gag 73Sb material and the contact resistance (and trans-
fer length) associated with the Pd/Pt/Au contacts. The
CTLM patterns consisted of an inner contact pad with a ra-
dius of 40 um and a large, outer contact pad with spacings
of 4.7, 9.8, 14.5, and 19.7 um from the inner pads (contact
pad sizes and spacings were measured and verified by scan-
ning electron microscope). Measurements were made using a
four-point probe setup with a bias current of 10 mA. A two-
point probe 1V plot of the 4.7 um spacing from samples A
and B demonstrating their Ohmic nature is shown in Fig. 2.
The results of the CTLM measurements are shown in Fig. 3.
As one can see from Fig. 3, the resistances measured for the
thinner Pd/Pt/Au contacts and thicker Pd/Pt/Au/Ti/Au
contacts are essentially identical.

The sheet resistances and transfer lengths were deter-
mined using the following approximate equation for the re-
sistance of the CTLM patterns:

R= (Rpeer/2m)[IN(ro/1j) + Ly(1/ro + 1/17)], (1)

where R is the measured resistance ({)), Rgeet 1S the sheet
resistance (€2/sq), Ly is the transfer length (um), r; is the
inner contact pad radius (40 um, in this case), and r, is the
outer contact pad radius (i.e., the inner contact pad radius r;
plus the relative spacing: 4.7, 9.8, 14.5, or 19.7 um).>*?
The extracted sheet resistance (Ry,eet) and calculated spe-
cific contact resistance (rc) for sample A (p=1.0
% 10% cm™3) were 28.8 Q/sq and 2.8 X 1077 Q) cm?, respec-
tively. For sample B (p=2.9 X 10%° cm™3), Ryeer and rc were
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Fic. 2. Two-point probe 1V plot of the 4.7 um spacing from the CTLM
patterns from samples A (p=1.0%x 10* cm™®) and B (p=2.9x 10%° cm™3).

13.5 Q/sq and 7.6 X 1078 ) cm?, respectively. The complete
results of the Hall effect and the CTLM measurements are
summarized in Table I. It should be noted that Eq. (1) is only
valid for cases where 4L+ <<r;,r; otherwise, the full equation
for the resistance of a CTLM pattern, which involves the use
of modified Bessel functions, must be used.*? In this study,
Ly is approximately 40 times smaller than both r; and r,,
which results in an error of less than 0.1% in the sheet resis-
tance and transfer length extracted using the approximate
equation as compared to the full equation.

From Table I, it can be seen that the calculated sheet
resistance from the measured Hall effect concentration and
mobility agrees quite well with the extracted sheet resistance
from the measured CTLM results. Comparing the measured
specific contact resistances to those of other state-of-the-art
HBT base contact results shows that equivalently low resis-
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Fic. 3. Plot of measured resistance R vs CTLM contact spacing for both
contact metal schemes (Pd/Pt/Au and Pd/Pt/Au/Ti/Au) on samples A (p
=1.0x 10 cm™®) and B (p=2.9 X 10'° cm™2). The solid lines are the results
of fitting Eq. (1) to the measured resistances.
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TaBLE I. Summary of the Hall effect and circular transmission line method (CTLM) measurements. The
calculated Ry, is determined using the results of the Hall effect measurement; the extracted Ry is found
from fitting Eq. (1) to the measured resistance vs CTLM spacing (Fig. 3).

Rsheet
p o Calculated  Extracted Ly Re re
Sample (10° cm™)  (cm?/V's) (Q/sq) (Q/sq)  (um) (Q@mm) (1078 Q cm?)
A: Pd/Pt/Au 1.0 210 29.7 28.3 0.95 0.027 26
A: Pd/Pt/Au/Ti/Au 1.0 210 29.7 28.8 0.98 0.028 28
B: Pd/Pt/Au 2.9 160 135 13.2 0.82 0.011 8.9
B: Pd/Pt/Au/Ti/Au 2.9 160 135 135 0.75 0.010 7.6
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tances can be achieved with Iny,,Gag73Sb and Pd/Pt/Au
contacts at relatively lower dopings and without a contact
anneal (Fig. 4).

[V. CONCLUSIONS

Low resistance, unannealed, Ohmic Pd/Pt/Au contacts to
p-type Ing»;Gag73Sh have been demonstrated. Relatively
high mobilities, with respect to similarly doped InP-Ilattice-
matched materials, and associated low sheet resistances were
measured. For the sample doped at 2.9x10% cm™
(160 cm?/V's), a specific contact resistance of 7.6
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Fic. 4. Plot of specific contact resistance r. vs doping concentration (Refs.
9-11 and 13-15).
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(100/50/1350/50/2450 A) contact scheme was measured.
To date, this is the lowest measured contact resistance to
p-type Ing,;Gag73Sb. Compared to other base contact
schemes, both annealed and unannealed, from state-of-the-art
HBTs, the combination of p-type Ing,;Gay,3Sh with a
Pd/Pt/Au contact shows great promise for high-speed, low-
power operation.
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